Pauling File Binaries Edition. Powder pattern of: S1250065: Al - Cu,cF4,225 (1)
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2Theta [deg.]
No. d-spacing [nm] 26 [deg.] Int. hkl Mul.
1 0.2324 38.720 1000.0/111 8
2 0.2013 45.000 482.6/200 6
3 0.1423 65.540 302.2/1220 12
4 0.1214 78.800 348.0/311 24
5 0.1162 83.060 1009|222 8
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