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Calculated

No.No.No.No. d-spacing [nm]d-spacing [nm]d-spacing [nm]d-spacing [nm] 2Ø [deg.]2Ø [deg.]2Ø [deg.]2Ø [deg.] Int.Int.Int.Int. h k lh k lh k lh k l Mul.Mul.Mul.Mul.
1 0.2877 31.060 170.1 1 0 0 6
2 0.2034 44.500 1000.0 1 1 0 12
3 0.1661 55.260 34.5 1 1 1 8
4 0.1439 64.760 146.6 2 0 0 6
5 0.1287 73.560 32.8 2 1 0 24
6 0.1174 81.960 275.3 2 1 1 24
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