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Calculated

No.No.No.No. d-spacing [nm]d-spacing [nm]d-spacing [nm]d-spacing [nm] 2Ø [deg.]2Ø [deg.]2Ø [deg.]2Ø [deg.] Int.Int.Int.Int. h k lh k lh k lh k l Mul.Mul.Mul.Mul.
1 0.3566 24.940 79.8 1 0 0 6
2 0.2522 35.580 60.9 1 1 0 12
3 0.2059 43.940 1000.0 1 1 1 8
4 0.1783 51.200 459.2 2 0 0 6
5 0.1595 57.760 23.0 2 1 0 24
6 0.1456 63.900 15.4 2 1 1 24
7 0.1261 75.320 246.3 2 2 0 12
8 0.1189 80.780 1.5 3 0 0 6
9 0.1189 80.780 6.0 2 2 1 24
10 0.1128 86.180 4.8 3 1 0 24
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