Pauling File Binaries Edition. Powder pattern of: S457953: Ni3Al - Cu3Au,cP4,221 (4) Page 1 of 1
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2Theta [deg.]
No. d-spacing [nm] 26 [deg.] Int. hkl Mul.
1 0.3566 24.940 79.8/100 6
2 0.2522 35.580 609|110 12
3 0.2059 43.940 1000.0/111 8
4 0.1783 51.200 459.21200 6
5 0.1595 57.760 23.0/210 24
6 0.1456 63.900 154|211 24
7 0.1261 75.320 246.3/1220 12
8 0.1189 80.780 1.5/300 6
9 0.1189 80.780 6.0/221 24
10 0.1128 86.180 48/310 24

Copyright © 2001, 2002 Japan Science and Technology Corporation & Material Phases Data System. All rights reserved.



