Pauling File Binaries Edition. Powder pattern of: S453908: Co,Ni - Cu,cF4,225 (2)
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2Theta [deg.]
No. d-spacing [nm] 26 [deg.] Int. hkl Mul.
1 0.2038 44.420 1000.0/111 8
2 0.1765 51.760 45541200 6
3 0.1248 76.240 238.5/220 12
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