Pauling File Binaries Edition. Powder pattern of: S454572: NiAl - CsCl,cP2,221 (2) Page 1 of 1
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2Theta [deg.]
No. d-spacing [nm] 26 [deg.] Int. hkl Mul.
1 0.2877 31.060 170.1]100 6
2 0.2034 44.500 1000.0/110 12
3 0.1661 55.260 345|111 8
4 0.1439 64.760 146.6 200 6
5 0.1287 73.560 328210 24
6 0.1174 81.960 2753|211 24
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