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2Theta [deg.]
No. d-spacing [nm] 26 [deg.] Int. hkl Mul.
1 0.4903 18.080 382.5/001 2
2 0.3498 25.440 415.21100 6
3 0.2848 31.380 6741101 6
4 0.2848 31.380 193.0/011 6
5 0.2451 36.620 75/002 2
6 0.2020 44,840 1000.0/110 6
7 0.2007 45.120 1916102 6
8 0.2007 45.120 938.2/1012 6
9 0.1867 48.720 7421111 6
10 0.1867 48.720 74.2111-1 6
11 0.1749 52.260 49.71200 6
12 0.1647 55.760 33.0/201 6
13 0.1647 55.760 8.2|021 6
14 0.1634 56.240 2.2/003 2
15 0.1559 59.240 441112 6
16 0.1559 59.240 44|11-2 6
17 0.1481 62.700 139|103 6
18 0.1481 62.700 399013 6
19 0.1424 65.500 54.8/022 6
20 0.1424 65.500 280.0/202 6
21 0.1322 71.260 168|120 6
22 0.1322 71.260 168|210 6
23 0.1277 74.220 123|121 6
24 0.1277 74.220 12.3|21-1 6
25 0.1277 74.220 1.8/12-1 6
26 0.1277 74.220 1.8/1211 6
27 0.1270 74.640 141113 6
28 0.1270 74.640 1.4/11-3 6
29 0.1226 77.880 17.0/004 2
30 0.1194 80.340 16.6/203 6
31 0.1194 80.340 6.3/023 6
32 0.1166 82.700 1409300 6
33 0.1164 82.900 25.21212 6
34 0.1164 82.900 1339(21-2 6
35 0.1164 82.900 25.2112-2 6
36 0.1164 82.900 1339122 6
37 0.1157 83.500 1.2/014 6
38 0.1157 83.500 11471104 6
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Pauling File Binaries Edition. Powder pattern of: $532459: Ni2AI3 - Ni2AI3,hP5,164 (6)

No. d-spacing [nm] 26 [deg.] Int. hkl Mul.
39 0.1134 85.540 10.8|301 6
40 0.1134 85.540 10.8/031 6
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